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M A D E  W I T H

R E C Y C L E D  C O N T E N T

55%

Shade Variation

V4 – Moderate Variation

 T E C H N I C A L  S P E C I F I C A T I O N  T A B L E

   PHYSICAL PROPERTIES TEST RESULTS

Visible Abrasion Resistance
( PEI )

ASTM
C-1027 4

Water
Absorption

ASTM
C-373 0.19%

Chemical
Resistance

ASTM
C-650

 ACID Excellent
 BASE Excellent

C.O.F. ASTM
C-1028

DRY 0.70
WET 0.65

MOHS 8

Recycled
Content 55%

 P A C K I N G  L I S T

   PACKING LIST NOMINAL
SIZE IN INCHES

CARTON PALLET

PCS. SQ.FT. LBS. CTN SQ.FT. LBS.

    Floortile

12” x 24” 6 1.625 51 40 465 2,081

18” x 18” 7 15.258 62 52 793.410 3,229

13” x 13” 9 10.764 42 62 667.360 2,608

    Mosiac 2” x 2” 9 42 1,764

    Bullnose 3” x 13” 30 32 1,920


